
ASTM Standards for Fence Materials and Products

A90 Test Method for Weight [Mass] of Coating on Iron and Steel Articles with Zinc or Zinc-Alloy Coatings

A116 Specification for Metallic-Coated, Steel-Woven Wire Fence Fabric

A121 Specification for Metallic-Coated Carbon Steel Barbed Wire

A392 Specification for Zinc-Coated Steel Chain-Link Fence Fabric

A491 Specification for Aluminum-Coated Steel Chain-Link Fence Fabric

A653

Specification for Steel Sheet, Zinc-Coated (Galvanized) or Zinc-Iron Alloy-Coated (Galvannealed) by 

the Hot-Dip Process

A817

Specification for Metallic-Coated Steel Wire for Chain-Link Fence Fabric and Marcelled Tension 

Wire

A824 Specification for Metallic-Coated Steel Marcelled Tension Wire for Use With Chain Link Fence

B117 Practice for Operating Salt Spray (Fog) Apparatus

B221 Specification for Aluminum and Aluminum-Alloy Extruded Bars, Rods, Wire, Profiles, and Tubes

B429 Specification for Aluminum-Alloy Extruded Structural Pipe and Tube

D523 Test Method for Specular Gloss

D714 Test Method for Evaluating Degree of Blistering of Paints

D822 Practice for Filtered Open-Flame Carbon-Arc Exposures of Paint and Related Coatings

D1654 Test Method for Evaluation of Painted or Coated Specimens Subjected to Corrosive Environments

D2244

Practice for Calculation of Color Tolerances and Color Differences from Instrumentally Measured 

Color Coordinates

D2794 Test Method for Resistance of Organic Coatings to the Effects of Rapid Deformation (Impact)

D3359 Test Methods for Rating Adhesion by Tape Test

D6695 Practice for Xenon-Arc Exposures of Paint and Related Coatings

F537

Specification for Design, Fabrication, and Installation of Fences Constructed of Wood and Related 

Materials

F552 Terminology Relating to Chain Link Fencing

F567 Practice for Installation of Chain-Link Fence

F626 Specification for Fence Fittings

F654 Specification for Residential Chain Link Fence Gates

F668

Specification for Polyvinyl Chloride (PVC), Polyolefin and Other Polymer-Coated Steel Chain Link 

Fence Fabric

F900 Specification for Industrial and Commercial Steel Swing Gates

F934 Specification for Standard Colors for Polymer-Coated Chain Link Fence Materials

F964 Specification for Rigid Poly (Vinyl Chloride) (PVC) Exterior Profiles Used for Fencing and Railing

F969 Practice for Construction of Chain-Link Tennis Court Fence

F1043 Specification for Strength and Protective Coatings on Steel Industrial Fence Framework

F1083 Specification for Pipe, Steel, Hot-Dipped Zinc-Coated (Galvanized) Welded, for Fence Structures

F1183 Specification for Aluminum Alloy Chain Link Fence Fabric

F1184 Specification for Industrial and Commercial Horizontal Slide Gates

F1345 Specification for Zinc-5 % Aluminum-Mischmetal Alloy-Coated Steel Chain-Link Fence Fabric

F1379 Terminology Relating to Barbed Tape

F1553 Guide for Specifying Chain Link Fence

F1664

Specification for Poly(Vinyl Chloride) (PVC) and Other Conforming Organic Polymer-Coated Steel 

Tension Wire Used with Chain-Link Fence

F1665

Specification for Poly(Vinyl Chloride) (PVC) and Other Conforming Organic Polymer-Coated Steel 

Barbed Wire Used With Chain-Link Fence

F1908 Guide for Fences for Residential Outdoor Swimming Pools, Hot Tubs, and Spas

F1910 Specification for Long Barbed Tape Obstacles

F1911 Practice for Installation of Barbed Tape

F1999 Practice for Installation of Rigid Poly(Vinyl Chloride) (PVC) Fence Systems

F2000 Safety Performance Specification for Fences for Baseball and Softball Fields

F2049

Safety Performance Specification for Fences/Barriers for Public, Commercial, and Multi-Family 

Residential Use Outdoor Play Areas

F2200 Specification for Automated Vehicular Gate Construction

F2408 Specification for Ornamental Fences Employing Galvanized Steel Tubular Pickets

F2409 Guide for Fences for Non-Residential Outdoor Swimming Pools, Hot Tubs, and Spas

F2453

Specification for Welded Wire Mesh Fence Fabric (Metallic-Coated or Polymer Coated) for Meshes 

of 6 in.2 [3871 mm2] or Less, in Panels or Rolls, with Uniform Meshes

F2548 Specification for Expanded Metal Fence Systems for Security Purposes

F2589 Specification for Ornamental Fences Employing Steel Tubular Pickets

F2611 Guide for Design and Construction of Chain Link Security Fencing

F2630 Guide for Self-Closing/Self-Latching General-Purpose Gates

F2631

Practice for Installation of Chain-Link Fence for Outdoor Sports Fields, Sports Courts and Other 

Recreation Facilities

F2656 Test Method for Crash Testing of Vehicle Security Barriers

F2698 Guide for Fences for Above-Ground and In-ground Skate Park Facilities

F2699 Guide for Fences for Commercial and Public Outdoor Water Spray/Play Areas

F2780 Guide for Design and Construction of Expanded Metal Security Fences and Barriers

F2781 Practice for Testing Forced Entry, Ballistic and Low Impact Resistance of Security Fence Systems

F2814 Guide for Design and Construction of Ornamental Steel Picket Fence Systems for Security Purposes

F2919

Specification for Welded Wire Mesh Fence Fabric (Metallic-Coated or Polymer Coated) with Variable 

Mesh Patterns or Meshes Greater than 6 in.2 [3871 mm2] in Panels

F2957 Specification for Ornamental Aluminum Fence Systems

F3000

Specification for Polymer Privacy Insert Slats for Chain Link Fabric and Privacy Chain Link Fabric 

Manufactured Containing Pre-Installed Privacy Slats

F3016 Test Method for Surrogate Testing of Vehicle Impact Protective Devices at Low Speeds

F3151 Specification for Driven Steel Post Drive Anchor System

F3204 Guide for Design and Construction of Welded Wire Fence Systems for Security Purposes

F3342 Guide for Temporary Fence Applications for Construction Sites


